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- 2.867 1. RECOMMEND USE OF TOP COVER SHEET OF STIFF POLYMERIC MATERIAL
3039 TO AVOID LIFTING COPPER WHEN DRILLING.
2. MACHINE DRY, NO CUTTING FLUID OR LIQUID COOLANT
FRONT VIEW, COPPER SIDE IS UP
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